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DATE : 17/0412009REPORT NO : QN20091034t/3

Sample Description : Testing On Tensile Strength Of Brand - Sanctband (Bands)

Marked : Type of Sample
3) Sanctband

Colour(s)
Green (LotNo.:051208) 0.25mm x l5cm x l .5m

Size

Test to Standard

Date ofTesting

:  ASTM D4l2

: 15/04/2009 To 16/0412009

Sample
Reference

Customer
Reference

Tensile Properties Unaged

Tensile Elongation Modulus
Strength at Break, at 100%o
( Kgf )  (%) (  Kgf)

Modulus Modulus
at200Yo at 300Yo
(Ks f )  (Kg f )

QA/2009/0341/3.01 Green 368.1 18.310 .1 13.9

Sample
Reference

Customer
Reference

Tensile Properties Unaged

Tensile Eloneation Modulus
Strength
(MPa)

at Break, at l00Yo
(%) ( MPa)

Modulus Modulus
at200Yo at300o/o
(MPa)  (MPa)

QN2009/0341/3.01 Green 1 .41.036.1 ,  1 .8

for Director General MRB


