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Our report no.
Your reference no.

February 13,2009

Sanctuary Health Sdn. Bhd.
464, Jalan Kuala Kangsar
30010 lpoh
Perak DR, Malaysia

Attn: Ghang Ghaur Long

ANALYTICAL TEST RESULTS

We report the following results:

Your letter dated
Date of sample received
Date of testing
Test method
Type of Sample
Lot no
Size
Quantity Tested

Fax : 605-2921739

"BERKHIDMAT UNTUK NEGARA"

' 
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Kartini Afias
Research Officer
Material Characterization Unit
Malaysian Rubber Board
For Director General
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23t01t2009
03t02t2009
12tO2t2009
ln House Method Following ASTM D6124-01
Sanctuary Dam
181205
0.18mmx5"x5"
4 pcs

No. Lab. Reference
No.

Sample Reference Residual Powder Content
(mq/qlove)

1 . 0032 Colour Green 0 .10

* Values obtained are whole of sam


